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I. INTRODUCTION 

I 

I 
8 

The program reviewed i n  t h i s  f i f t h  qua r t e r ly  progress  repor t ,  covering t h e  

per iod from June 26,  1965 t o  September 26, 1965, i s  sponsored by the National 

Aeronautics and Space Administration. Its purpose i t  to  examine the inf luence  

of stress on t h e  cor ros ion  behavior of an advanced refractory a l l o y  i n  potassium 

(Task I)  and to  i n v e s t i g a t e  cor ros ion  mass t r a n s f e r  e f f e c t s  i n  a s t a i n l e s s  steel - 
columbium a l l o y  - potassium sys t em (Task 11). 

Task I 

While t h e r e  i s  considerable  evidence that  r e f r ac to ry  a l l o y s  have exce l l en t  

cor ros ion  r e s i s t a n c e  to  potassium,there a r e  few experiments which descr ibe  the 

poss ib l e  effects of stress on corrosion when t h e  stress is s u f f i c i e n t l y  l a r g e  

t o  produce s u b s t a n t i a l  amounts of c reep  during the  test. It is  appropr ia te  

fo r  comparative purposes t o  study an advanced r e f r a c t o r y  a l l o y  which has demon- 

s t r a t e d  exce l l en t  corrosion r e s i s t a n c e  to r e f lux ing  potassium during long-time 

exposures conducted a t  r e l a t i v e l y  low stresses a t  2000°F. I n  t h i s  regard,  D-43 

columbium base a l loy ,  i n  the form of welded capsules ,  has been t e s t e d  i n  potas- 

sium under r e f lux ing  Conditions f o r  periods of 5000 and 10,000 hours a t  temper- 

a t u r e s  on the  order  of 2000'F (1) and has been selected f o r  inc lus ion  i n  t h i s  

program. 

The D-43 a l loy  r e f l u x  capsules  s h a l l  be t e s t e d  under condi t ions  which re- 

s u l t  i n  about 5 to  10% s t r a i n  during a 500-to 2000-hour exposure per iod i n  

the 2000" t o  2200°F temperature range. T h e  r e f l u x  capsules  used i n  t h i s  study 

w i l l  be of s i m i l a r  s i z e  to  those previously descr ibed (1). The capsule  wall  s h a l l  

be reduced i n  the  potassium l i q u i d  region and i n  the  vapor condensing region t o  
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provide gauge sec t ions  where the  ex ten t  of c reep  can be measured. 

a t u r e  adjustment can be made during t h e  test to  achieve t h e  desired s t ra in- t ime 

condi t ions .  

Moderate temper- 

Task I1 

The use of s t a i n l e s s  steel, rather than re f rac tory  a l loys ,  f o r  power plant  

r a d i a t o r  cons t ruc t ion  and f o r  t h e  lower temperature port ion of experimental 

f a c i l i t i e s  c o n s t i t u t e s  mater ia l  and f ab r i ca t ion  cos t  savings. Two methods of 

employing t h i s  approach are :  use of co-extruded, s t a i n l e s s  steel she l l - re f rac tory  

a l l o y  core ,  tubing i n  t h e  r ad ia to r  o r  use of an a l l  s t a i n l e s s  steel r a d i a t o r  

joined t o  t h e  system by a b imeta l l ic  j o in t .  Although the l a t t e r  approach i s  

prefer red  consider ing cos t  and problems associated with f a b r i c a t i o n  and jo in ing  

of co-extruded tubing, a major u n c e r t a i n t y  and l imi t a t ion  arises from t h e  mass 

t r a n s f e r  of i n t e r s t i t i a l  elements from the s t a i n l e s s  steel t o  the r e f r ac to ry  

a l l o y s  through the  a lka l i  metal. 

I t  i s  w e l l  e s tab l i shed  that the  carbon and nitrogen t r a n s f e r  from Type 

316SS t o  Cb-1Zr  a l l o y  a t  temperatures near 1500OF (2).  While some important 

aspec ts  of  t h i s  m a s s  t r a n s f e r  behavior have been examined, severa l  c r i t i c a l  

d e t a i l s  r equ i r e  addi t iona l  inves t iga t ion .  There i s  a need t o  def ine  acceptable  

t i m e  and temperature condi t ions  of operation i n  terms of maintaining s a t i s f a c t o r y  

performance of the  r e f r ac to ry  a l loys ,  such a s  Cb-1Zr a l loy .  Also, t h e r e  are 

c e r t a i n  meta l lurg ica l  aspec ts  of t h i s  behavior which should be inves t iga t ed  

i n  an e f f o r t  t o  e l iminate  o r  reduce the  m a s s  t r a n s f e r  rate. I n  the l a t t e r  

category, i t  i s  most appropriate  t o  consider the  s t a b i l i z a t i o n  of carbon and 

ni t rogen i n  the  s t a i n l e s s  steel by the addi t ion of me ta l l i c  elements which 

form carb ides  and n i t r i d e s  of high thermodynamic s t a b i l i t y .  Commercially 

-2- 
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avai lab le ,  t i tanium s t a b i l i z e d ,  Type 321SS i s  one such a l loy .  

i nves t iga t ion  of t h i s  a l l o y  and Type 316SS was performed t o  i n d i c a t e  t h e  a b i l i t y  

of t he  t i t an ium addi t ion  t o  reduce or  eliminate i n t e r s t i t i a l  m a s s  t r a n s f e r  i n  

a s t a i n l e s s  steel Cb-1Zr a l l o y  bimetal l ic  system. Columbium-1% zirconium a l loy  

specimens w e r e  exposed to  l i q u i d  potassium i n  Type 321SS and Type 316SS capsules  

f o r  1000 hours at  1400'F under isothermal condi t ions t o  eva lua te  t h i s  premise. 

Pos t - tes t  evaluat ion showed tha t  Type 321SS has a s i g n i f i c a n t  advantage over 

Type 316SS i n  r e f r ac to ry  metal-s ta inless  steel-potassium system i n  i n h i b i t i n g  

mass t r a n s f e r  of the i n t e r s t i t i a l  elements carbon and ni t rogen from the s ta in-  

less steel t o  the r e f r ac to ry  m e t a l .  

A comparative 

-3- 
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During the  f i f t h  qua r t e r  of t h i s  program, the top ic s  abs t rac ted  below 

were covered. The r e s u l t s  are i n t e r p r e t a t i v e l y  presented i n  t h i s  repor t .  

Task I - S t r e s s  Corrosion Reflux Capsule T e s t s  

The D-43 Alloy S t r e s s  Corrosion Reflux Capsule T e s t  I completed 1000 hours 

of t e s t i n g  at a nominal temperature of  2100°F and was removed from the  test 

f a c i l i t y .  Equivalent un iax ia l  creep s t r a i n s  of 7.4% i n  t h e  l i q u i d  region and 

5.4% i n  t h e  condensing region w e r e  calculated from the  expansion data .  The 

capsule  w a s  drained of potassium, cleaned and sectioned. Although examination 

of t h e  inne r  sur face  of t h e  capsule  revealed the  presence of spots  i n  the  l i q u i d  

and condensing regions,  f u r t h e r  inves t iga t ions  ind ica ted  no assoc ia t ion  between 

t h e  loca t ion  of t h e  spo t s  and the  regions of high stress. Lower uniax ia l  creep 

s t r eng ths  were obtained from capsule t e s t  da t a  than were predicted by p r e t e s t  

and l i t e r a t u r e  data.  Additional uniaxial  c reep  t e s t s  are planned i n  expectation 

of explaining t h i s  anomally. 

The D-43 Alloy Skress Corrosion Reflux Capsule T e s t  I1 continues on test 

a t  a nominal temperature of 2050°F. A t o t a l  of 1600 hours of test t i m e  has 

been accumulated. 

Task I1 - B i m e t a l l i c  Isothermal Capsule T e s t s  

A Topical Report has been wr i t t en  on Task I1 and w i l l  be submitted t o  

t h e  NASA Technical Manager f o r  review during the  next repor t ing  period. 

I 
-4 - 



I .  111. TASK I - STRESS CORROSION REFLUX CAPSULE: TESTS 

D-43 Allov S t r e s s  Corrosion Reflux Capsule T e s t  I 

Capsule T e s t  I completed 1000 Saurs of exposure a t  a nominal temperature 

of 2100°F without d i f f i c u l t y .  Subsequently, t h e  capsule  w a s  removed from t h e  

test f a c i l i t y  and examined, Figure 1. Luders l ines  were apparent on t h e  expanded 
11 

l i q u i d  and condensing regions as previously evidenced i n  t h e  preliminary capsule  

test. The diametral  expansion w a s  checked with a micrometer and proved to  be 

i n  exce l l en t  agreement with t h a t  ind ica ted  i n  t h e  LVDT measurements. A s  an 

example, t h e  0.0896-inch diametral  change measured i n  t h e  l i q u i d  region by 

t h e  LVDT's, measured 0.088-inch with the  micrometer. This represents  an LVDT 

accuracy of b e t t e r  than + 2%. Total  equivalent un iax ia l  creep s t r a i n s  of 7.4% - 
i n  t h e  l i q u i d  region and 5.4% i n  t he  condensing region w e r e  c a l cu la t ed  from the  

diametral  change. The creep curves p lo t t ed  from t h e  LVDT da ta  are depicted 

i n  Figure 2. The lower c reep  s t r a i n  measured i n  t h e  condensing region r e s u l t s  

p a r t i a l l y  from the  15"-2OoF l o w e r  temperature i n  the  condensing region over 

t h a t  which w a s  measured i n  t h e  l i q u i d  region. The pressure-time da ta  f o r  

Capsu&e T e s t  I i s  shown i n  F igure  3. 

The capsule  was opened and drained of potassium i n  an argon atmosphere. 

Subsequently, t h e  capsule  was cleaned by vacuum d i s t i l l a t i o n  a t  a temperature 

of about 600°F and a pressure  of 5 x 1 0  tor r  and was sect ioned,  F igure  4 .  

Spots were observed on t h e  ID sur face  of t h e  capsule  and are shown a t  higher  

magnif icat ion i n  Figure 5. The f a c t  t ha t  t hese  spots  appear i n  t h e  thick-wall  

s ec t ion  of t h e  capsule  as w e l l  a s  i n  the reduced-wall s ec t ion  suggests  t h e i r  

presence i s  not  dependent upon t h e  exis tance of high stress. S imi la r  spo t s  

-5 
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F i g u r e  4. Sectioned D-43 Alloy Stress Corrosion Reflux Capsule I After a 
1,000-Hour Exposure to Potassium at 2100’F. 

I 
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Stress Corrosion Reflux Capsule I A f t e r  a 
um a t  2100°F. Spots can be Observed i n  

1 Sect ions .  Mag. 3 X  ! 2- 
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w e r e  observed i n  the condensing region of t h e  prel iminary capsule  test (3). How- 

ever  p o s t - t e s t  evaluat ion of D-43 a l l o y  capsule tested previously f o r  5000 and 

10,000 hours d i d  not de l inea te  spots .  Therefore, i n  an e f f o r t  t o  expla in  t h i s  

anomally, a s tudy  of the capsule  preparat ion and c leaning  procedures employed 

i n  recent  capsule  tests a t  General Electric w a s  made. The r e s u l t s  of t h i s  s tudy 

a r e  shown i n  "able I. 

The 5000 and 10,000-hour D-43 capsules w e r e  pos t - t e s t  cleaned by dra in ing  

and r e a c t i n g  t h e  r e s idua l  potassium w i t h  e thanol  i n  hexane. This procedure w a s  

found to  be less desirable than vacuum d i s t i l l a t i o n  as the  ethanol  r eac t ion  

w i t h  potassium can r e s u l t  i n  hydrogen pickup i n  the r e f r ac to ry  a l l o y s  (4). A s  

a r e s u l t ,  succeeding capsules ,  including those  i n  t h i s  s tudy ,  w e r e  cleaned by 

vacuum d i s t i l l a t i o n .  No spots w e r e  observed i n  the  Cb-1Zr capsules  containing 

Mo-TZM i n s e r t  specimens which w e r e  cleaned by vacuum d i s t i l l a t i o n  without p r i o r  

dra in ing  (5). In  order  t o  remove t h i s  one va r i ab le ,  the D-43 S t r e s s  Corrosion 

Reflux Capsule T e s t  I1 p resen t ly  on test, w i l l  be cleaned by t h e  ethanol-hexane 

technique . Any hydrogen pickup r e s u l t i n g  from t h i s  c leaning  procedure w i l l  not * 

jeopardize t h e  pos t - t e s t  evaluat ion of t h i s  capsule  a s  mechanical property tests 

a r e  not planned. 

*On October 14,  1965, D-43 Alloy Reflux Capsule T e s t  I1 completed 2000 hours 
of t e s t i n g  at 2050°F. The capsule  was removed f r o m  t h e  test  f a c i l i t y  and 
placed i n  the E.B. Welding Chamber. Subsequent t o  evacuat ing t h e  chamber 
t o  1 x torr  and back f i l l i n g  w i t h  b o t t l e  argon conta in ing  less than 3 ppm 
oxygen, t h e  capsule  was opened, drained of potassium, and cleaned by r eac t ing  
t h e  r e s idua l  potassium wi th  ethanol i n  hexane. Subsequently, t he  capsule  was 
sec t ioned  and examined. No spo t s  w e r e  noted on t h e  capsule  ID, This f ind ing  
suggests  t h a t  t he  presence of spo t s  i n  the previous capsules  tested i n  t h i s  
program was a func t ion  of cleaning procedure and not  due t o  potassium exposure 
i n  t e s t i n g .  The mechanism by which these s p o t s  formed during vacuum d i s t i l l a t i o n  
a f t e r  dra in ing  the  capsule  is not completely understood a t  t h i s  t i m e .  

-11- 
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As described previously (3), the uniaxial creep data obtained from pretest 

evaluation of the D-43 alloy used for capsule fabrication indicated a higher 

strength than that which was obtained in the actual capsule test. The capsule 

test data also indicated lower creep strengths than that reported in the liter- 

ature (6). A graphical comparison of these data is shown in Figure 6. Pretest 

creep data were obtained with a 0.160-inch diameter gauge section on bulk type 

specimens in a facility capable of torr vacuum (7). An additional D-43 

bulk specimen has been submitted for creep testing in a facility capable of lom1' 

torr vacuum, Figure 7. Results of this test should indicate if the higher pre- 

test data were a function of test environment although post-test chemical 

analyses of those creep specimens indicated negligible contamination (7). The 

effects of specimen geometry are also being investigated since the DMIC data 

were obtained on sheet specimens (6) and the capsule data were indicative of 

creep in a 0.020-inch thick wall section. As a result, 0.020-inch thick creep 

specimens have been machined from the 0.140-inch wall section of the D-43 alloy 

preliminary capsule for creep testing at 2100°F in a 

short time this capsule material was exposed at temperature (3) should not 

influence its metallurgical structure and the resulting strengths should be 

representative of the recrystallized D-43 alloy used to fabricate Capsule I. 

torr vacuum. The 

D-43 Alloy Stress Corrosion Reflux Capsule Test I1 

An additional stress corrosion reflux capsule was filled with sufficient 

potassium to produce a 5-inch liquid height at the test temperature (205OOF). 

The potassium was transferred directly to the capsule from the final hot 

trapping container and the capsule was sealed by electron beam welding in a 

vacuum of 8 x torr. The potassium that was used for filling the capsule 

I 
B 
I 
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w a s  sampled a t  t h e  same t i m e  t h a t  t he  capsule w a s  f i l l e d  and was analyzed f o r  

oxygen by t h e  mercury amalgamation method (helium cover gas) ;  t he  r e s u l t s  

showed t h e  oxygen i n  the  potassium taken from the  f i l l  tube t o  be 6 ppm and 

the  oxygen i n  the  potassium taken from the chamber t o  be 11 ppm. 

analyses  of t h i s  potassium and t h a t  used t o  f i l l  Capsule I are presented i n  

Table 11. 

a sound e l e c t r o n  beam w e l d  and subsequently w a s  i n s t a l l e d  i n  t h e  test f a c i l i t y .  

A f t e r  a thorough instrumentat ion check, t h e  LVDT’s w e r e  c a l i b r a t e d  and the  

Spectrographic 

The f i l l e d  and sea l ed  capsule  w a s  examined rad iographica l ly  t o  assure 

s y s t e m  w a s  c losed and evacuated. Mass spectrometer leak checking ind ica ted  no 

leaks  present  and pre-bakeout vacuum of 8 x t o r r  w a s  achieved. The 

s y s t e m  was baked out  a t  35OoC f o r  s i x  hours;  on cool ing,  a vacuum of 1.5 x 10’’ 

t o r r  w a s  measured w i t h  a tubular  Bayard-Alpert i on iza t ion  gauge i n  the  chamber 

w a l l .  Capsule t e s t i n g  was i n i t i a t e d  on 7-22-65 and a t  the end of t h i s  r epor t ing  

per iod 1600 hours of test t i m e  have been accumulated a t  a l i q u i d  region temp- 

e r a t u r e  of 2050°F. A vacuum of 1.2 x torr  was recorded a t  t h a t  t i m e .  The 

ereep data obtained to-date is depicted in  Figure 8. A s  was the  case i n  

Capsule T e s t  I ,  creep i n  the  condensing region is less than t h a t  measured i n  

t h e  l i q u i d  region. 

IV. TASK I1 - BIMETALLIC ISOTHERMAL CAPSULE TESTS 

A Topical Report has been prepared and w i l l  be submitted f o r  NASA review 

wi th in  the next r epor t ing  period. 
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TABJA 11. SPECTROGRAPHIC M'ALYSIS OF THE POTASSIUM 
USED TO F I L L  THE D-43 STRESS CORROSION REFLUX CAPSULES 
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V. FUTURE PLANS 

Task I S t r e s s  Corrosion Reflux CaDsule hoeram 

A. Complete post-test evaluat ion of Capsule T e s t  I including: metallographic 

examination, e l ec t ron  microprobe ana lys i s  and creep  t e s t i n g  of machined 

specimens. 

B. Conclude t e s t i n g  of Capsule T e s t  11. 

C. Capsule I1 w i l l  be drained of potassium and cleaned. Pos t - tes t  evaluat ion 

w i l l  be completed i n  the  next report ing period. 

Task I1 B i m e t a l l i c  Isothermal Capsule Program 

A. The Topical Report w i l l  be submitted t o  t h e  NASA Technical Manager f o r  

approval. 
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